
Surface Finish Description

SPI-A1 Grade #3 diamond buff

SPI-A2 Grade #6 diamond buff

SPI-A3 Grade #15 diamond buff

SPI-B1 600 grit paper

SPI-B2 400 grit paper

SPI-B3 320 grit paper

SPI-C1 600 stone

SPI-C2 400 stone

SPI-C3 320 stone

SPI-D1 Dry Blast Glass Bead #11

SPI-D2 Dry Blast #240 Aluminum Oxide

SPI-D3 Dry Blast #24 Aluminum Oxide

Medium Polish Parts

Equivalent
Roughness

(RA)

10 to 12

26 to 32

190 to 230

Typical Application 

0 to 1

1 to 2 

2 to 3

2 to 3

4 to 5

10 to 12

9 to 10

25 to 28

38 to 42

for mirror or optical finishes

High Polish Parts

High Polish-Medium Polish Parts

Satin Finish

Dull Finish

Dull Finish

Medium Polish Parts

Medium Polish-Low Polish Parts

Low Polish Parts

Low Polish Parts

Low Polish Parts

Plastic Injection Molding (PIM)-Surface Finishes


